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Technique was achieved by brushing on two (2) layers of base glaze (EL-121 Copper Adventurine). Then apply two (2) layers of top glaze, letting glazes dry between coats.

EL-121 Copper Adventurine
LOW-FIRE COMBO

CG-707
Woodland Fantasy

CG-981
Fruity Freckles

EL-127
Rose Granite

CG-795
Yadro Print
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Fireflies

EL-128
Wheat
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Mocha Marble
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Cheetah
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Cone 06

MB-1556 Textured Bud Vases shown are fired to Cone 06.

EL-130
Sea Green
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Technique was achieved by brushing on two (2) layers of base glaze (EL-121 Copper Adventurine). Then apply two (2) layers of top glaze, letting glazes dry between coats.

EL-121 Copper Adventurine
LOW-FIRE COMBO

EL-137
Black Adventurine

EL-207
Gold Mine

EL-140
Toasted Almond

EL-211 
Volcanic Glow

EL-148
Smoked Lilac

EL-121 
Copper Adventurine

EL-121 
Copper Adventurine

EL-121 
Copper Adventurine

EL-121 
Copper Adventurine

EL-121 
Copper Adventurine

over

over

over

over

over

Cone 06

MB-1556 Textured Bud Vases shown are fired to Cone 06.
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